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final course of resurfacing has been laid, a layer of granular material

meeting current Standard Specifications shall be placed at a uniform

thickness equal to the resurfacing for the full width of the shoulder.

The contractor shall reconstruct the existing shoulders on the pro-

ject prior to commencing the resurfacing operation.  The shoulders

shall be constructed to the section shown on the plans.  After the


