
Section 4160.  Wood Preservatives 

 
4160.01 GENERAL REQUIRMENTS. 

Meet the requirements for the material specified. Meet the requirements of all 
Federal, State, and local regulations.  
 

A. Creosote. 

Meet the requirements of AASHTO M 133 (AWPA P1).  
 

B. Pentachlorophenol. 

Meet the requirements of AASHTO M 133 (AWPA P8). Ensure petroleum 
solvent meets the requirements of AWPA P9 for Hydrocarbon Solvent Type 
A.  

 
C. Copper Naphthenate. 

Meet the requirements of AASHTO M 133 (AWPA P8). Ensure petroleum 
solvent meets the requirements of AWPA P9 for Hydrocarbon solvent Type 
A. 

 
D. Ammoniacal Copper Zinc Arsenate (ACZA). 

Meet the requirements of AASHTO M 133 (AWPA P5).  
 

E. Chromated Copper Arsenate (CCA). 

Meet the requirements of AASHTO M 133 (AWPA P5), Type A, Type B, or 
Type C.  
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