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APPROVED LIST OF GALVANIZERS 
 
 

GALVANIZERS NAME LOCATION ASTM Process  
   Type 
  F 2329 / A123 
  Or B 695 
ILLINOIS 
 

AZZ Galvanizing - Joliet. Joliet, IL Hot Dip 
 
AZZ Galvanizing - Dixon. Dixon, IL Hot Dip 
 
AZZ Galvanizing - Peoria Peoria, IL Hot Dip 
 
Midwest Galvanizing, Inc. Chicago, IL Hot Dip 
 
Reliable Galvanizing Chicago, IL Hot Dip 
 
Rogers Brothers Galvanizing Rockford, IL Hot Dip 
 
Valmont Coatings – Empire Galvanizing Franklin Park, IL Hot Dip 

 
IOWA 
 

Valmont Coatings – Siouxland Galvanizing Sioux City, IA Hot Dip 
 
KANSAS 
 

Valmont Coatings – Salina Galvanizing Salina, KS Hot Dip 
 
MINNESOTA 
 

AZZ Galvanizing – Winsted Winsted, MN Hot Dip 
 
Zalk Steel & Supply Co. Minneapolis, MN Hot Dip 

 
MISSOURI 
 

AZZ Galvanizing – Kansas City Kansas City, MO Hot Dip 
 
AZZ Galvanizing – St. Louis St. Louis, MO Hot Dip 
 
Monnig Industries, Inc.  Glasgow, MO Hot Dip 
 
Monnig Industries, Inc. – Universal Galvanizing Wright City, MO Hot Dip 
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GALVANIZERS NAME LOCATION ASTM Process  
   Type 
  F 2329 / A123 
 
NEBRASKA 
 

Alpha Galvanizing Company Atkinson, NE Hot Dip 
 
Valmont Coatings – McCook McCook, NE  Hot Dip 
 
Valmont Coatings – Valley Valley, NE Hot Dip 
 
Valmont Coatings – West Point West Point, NE Hot Dip 

 
OHIO 
 

GP – Mechanical Galvanizing and Sidney, OH B695  
Plating Corporation 

 
TENNESSEE 
 

Tennessee Galvanizing Jasper, TN F2329 / A 123 
 
TEXAS 

 
IMFCO Industrial Coating Houston, TX B 695 
(Industrial Metal Finishing Co) 

 
WISCONSIN 

 
Platco, Inc. Rocksburg, WI B 695 
 
 
  


