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PCC PAVEMENT JOINTING
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See Figure 7010.101, Sheet 8.

first dowel 6 inches from the joint.  

curb.  With gutterline joint, place 

No dowels within 24" of the back of 

contract documents.

Unless otherwise specified in the 

Subbase or subgrade as specified.

staging.

pavement thickness and construction 

BT, KT, or L joint depending on 

6 inch standard curb.


