VOLUME Il - PC Concrete

Materials I.M. 383
Testing the Strength of Portland Cement Concrete Using the Maturity
Appendix A - NEW

Materials .M. 384
Measuring Paver Vibrator Frequency

Materials 1.M. 389
Method of Test for Slump Flow and Visual Stability Index of SCC

Materials 1.M. 390
Method of Test for Static Segregation of Hardened SCC Cylinders

Materials 1.M. 401
Hydraulic Cements
Appendix A
Appendix B
Appendix C - NEW

Materials 1.M. 402
Corrosion Inhibitors for Portland Cement Concrete
Appendix A

Materials I.M. 403

Chemical Admixtures For Concrete
Appendix A

Appendix B

Appendix C

Appendix D

Appendix E

Appendix F

Materials 1.M. 405
White Pigmented Curing Compound In Bulk Storage

Materials 1.M. 436.01
Inspection & Acceptance of Poured Joint Sealers
Appendix A

Materials .M. 436.02
Inspection & Acceptance of Elastomeric Joint Seals
Appendix A




Materials 1.M. 436.03
Inspection & Acceptance of Resilient Expansion Joint Filler
Appendix A

Materials |.M. 436.04

Inspection & Acceptance of Backer Rod for Contraction Joints
Appendix A

Appendix B

Materials .M. 436.05
Inspection & Acceptance of Flexible Foam Expansion Joint Fillers
Appendix A

Materials 1.M. 436.06
Inspection & Acceptance of Tire Buffings for Filling Expansion Joints
Appendix A

Materials .M. 491.14
Inspection & Acceptance of Ground Granulated Blast Furnace Slag (GGBFS)
Appendix A

Materials .M. 491.17
Fly Ash

Appendix A
Appendix B

Materials |.M. 526
Portland Cement Concrete Pavement History

Materials I.M. 527
Paving Plant Inspection
Appendix A

Appendix B

Appendix C

Appendix D

Materials I.M. 528
Structural Concrete Plant Inspection

Materials 1.M. 529
Portland Cement (PC) Concrete Proportions

Materials I.M. 530
Quality Management & Acceptance of PC Concrete Pavement
Appendix A




Materials 1.M. 531
Test Method For Combining Aggregate Gradations

Materials I.M. 532
Aggregate Proportioning Guide for PC Concrete Pavement
Appendix A

Materials .M. 534
Mobile Mixer Inspection
Appendix A

Materials .M. T214A
Reciprocals for Batch Weight Calculations

Materials .M. T215A
W-W1 Table for Pycnometer Moisture Determination




