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APPROVED SOURCES 
WATER REDUCING ADMIXTURES 

 
 CONCRETE PAVEMENT 
 
  RECOMMENDED MIN. DOSAGE 
  mL/kg  fl. oz./100 lb. 
  cementitious  cementitious 
BRAND NAME PRODUCER/DISTRIBUTOR materials  materials 
 

Regular Water Reducers 
 
#1920 Auger Aid SPECCO Industries 5.2 8 
 
Catexol 800 N AXIM Concrete Technologies 2.0 3 
 
Catexol 1000N AXIM Concrete Technologies 1.3 2 
 
Eucon WR Euclid Chemical Company 2.6 4 
 Distributed by Brett Admixtures 
 
Eucon WR-75 Euclid Chemical Company 2.0 3 
 Distributed by Brett Admixtures 
 
Eucon WR-91 Euclid Chemical Company 2.0 3 
 Distributed by Brett Admixtures 
 
FinishEase NC RussTech, Inc. 3.3 5 
 
FR-2L International Construction Materials 2.6 5 
 
FR-3L International Construction Materials 4.6 7 
 
Glenium 3000 NS Degussa Admixtures, Inc. 2.6 4 
 
Glenium 3030 NS Degussa Admixtures, Inc. 3.9 6.0 
 
Glenium 3200 HES Degussa Admixtures, Inc. 1.3 2.0 
 
LC-400 RussTech, Inc. 2.6 4 
 
LC-400P RussTech, Inc. 3.3 5 
 
LC-500R RussTech, Inc. 2.0 3 
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CONCRETE PAVEMENT (Continued) 
 
  RECOMMENDED MIN. DOSAGE 
  mL/kg  fl. oz./100 lb. 
  cementitious  cementitious 
BRAND NAME PRODUCER/DISTRIBUTOR materials materials 
 

Regular Water Reducers (Continued) 
 
Master Pave Degussa Admixtures, Inc. 3.3 5 
 
Master Pave+ Degussa Admixtures, Inc. 2.6 4 
 
Master Pave N Degussa Admixtures, Inc. 1.3 2 
 
Master Pave RI Degussa Admixtures, Inc. 1.3 2 
 
Plastocrete 161 Sika Corporation 2.0 3 
 Dist. by Contractors Steel Corp. 
 
Plastocrete 169 Sika Corporation 2.6 4 
 
Polychem 1000 General Resource Tech. 2.0 3 
 
Polychem 400 NC General Resource Tech. 2.0 3 
 
Pozzolith 200N Degussa Admixtures, Inc. 2.0 3 
 
Pozzolith 220N Degussa Admixtures, Inc. 2.0 3 
 
Pozzolith 322 N Degussa Admixtures, Inc. 1.6 2.5 
 
PS 1466 Degussa Admixtures, Inc. 1.3 2.0 
 
Sikament 686 Sika Corporation 2.0 3.0 
 
WRDA-27 W.R. Grace & Company 1.3 2 
 
WRDA-35 W.R. Grace & Company 1.3 2 
 
WRDA-64 W.R. Grace & Company 2.0 3 
 
WRDA-82 W.R. Grace & Company 2.3 3.5 
 
WRDA with Hycol W.R. Grace & Company 2.0 3 
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CONCRETE PAVEMENT (Continued) 
 
  RECOMMENDED MIN. DOSAGE 
  mL/kg  fl. oz./100 lb. 
  cementitious  cementitious 
BRAND NAME PRODUCER/DISTRIBUTOR materials materials 
 

Mid-range Water Reducers 
 
Daracem-65 W.R. Grace & Company 2.0 3 
 
Eucon MR Euclid Chemical Company 3.9 6 
 Distributed by Brett Admixtures 
 
MIRA 92 W.R. Grace & Company 1.6 2.5 
 
Polyheed 900 Degussa Admixtures, Inc. 2.0 3 
 
Polyheed 997 Degussa Admixtures, Inc. 3.3 5 
 
Polyheed 1020 Degussa Admixtures, Inc. 2.0 3 
 
Polyheed 1025 Degussa Admixtures, Inc. 2.0 3 
 
Sikament HP Sika Corporation 3.3 5 
 

 
BRIDGE FLOOR REPAIR, OVERLAY, & RESURFACING 

 
  RECOMMENDED MIN. DOSAGE 
  mL/kg  fl. oz./100 lb. 
  cementitious  cementitious 
BRAND NAME PRODUCER/DISTRIBUTOR materials materials 
 
Eucon WR-91 Euclid Chemical Company 2.0 3 
 Distributed by Brett Admixtures 
 
Finish Ease NC RussTech, Inc. 3.3 5 
 
FR-2L International Construction Materials 2.6 4 
 
FR-3L International Construction Materials 4.6 7 
 
LC-400 RussTech, Inc. 2.0 3 
 
LC-400P RussTech, Inc. 2.6 4 
 
LC-500R RussTech, Inc. 2.0 3 



April 18, 2006 Matls. IM 403 
Supersedes October 18, 2005 Appendix C 
  
 

  
 

4 

BRIDGE FLOOR REPAIR, OVERLAY, & RESURFACING (Continued) 
 
  RECOMMENDED MIN. DOSAGE 
  mL/kg  fl. oz./100 lb. 
  cementitious  cementitious 
BRAND NAME PRODUCER/DISTRIBUTOR materials materials 
 
Master Pave Degussa Admixtures, Inc. 3.3 5 
 
Master Pave RI Degussa Admixtures, Inc. 1.3 2 
 
Plastocrete 161 Sika Corporation 2.0 3 
 Dist. by Contractors Steel Corp. 
 
WRDA-82 W.R. Grace & Company 2.3 3.5 
 
WRDA with Hycol W.R. Grace & Company 2.0 3 
 
 

*NOTE: When concrete mobile mixer is used for bridge deck overlay, use same dosage rate per 
sack of cement. 


