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APPROVED SOURCES 
ADMIXTURES FOR PRESTRESSED & PRECAST CONCRETE 

 
 
 RECOMMENDED MINIMUM DOSAGE 
  mL/kg fl. oz./100 lb. 
  cementitious cementitious 
BRAND NAME USAGE PRODUCER/DISTRIBUTOR materials materials 
 
Daravair M Air Entraining W.R. Grace & Company 1.0 0.67 
 
Daravair R Air Entraining W.R. Grace & Company 0.75 0.50 
 
Quantec PL-490 Plasticizer W.R. Grace & Company 0.20 0.13 
 
 
 
ADMIXTURES FOR DRY-CAST 
 
Eucon BK-S8 Plasticizer Euclid Chemical Company 1.3 2.0 
 
Eucon DC Plasticizer Euclid Chemical Company 1.3 2.0 
 
Rheomix 700 Plasticizer Degussa Admixtures, Inc. 1.3 2.0 
 
Rheomix 730S Plasticizer Degussa Admixtures, Inc. 1.3 2.0 
 
Rheomix 750S Plasticizer Degussa Admixtures, Inc. 1.3 2.0 
 
Rheomix 825 Plasticizer Degussa Admixtures, Inc. 1.3 2.0 
 


