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****THIS IS A NEW APPENDIX. – PLEASE READ CAREFULLY.**** 
 
 

APPROVED SOURCES 
PAINT SYSTEMS FOR GALVANIZED SURFACES 

 
 
PAINT MANUFACTURER PRODUCT TOPCOAT 
 
Ameron Protective Coating 385 Epoxy 450 SA Polyurethane 
 
Carboline Paint Company 893 Epoxy 133 HB Polyurethane 
 
International / Porter Interseal 670 990 PHA010 
 
Sherwin Williams Paint Co. Rocoatable Epoxy Primer B67 Corothane II B65 W200 
 
Tenemec N69 1075 U 
 
NOTE:  Foliage Green shall be Federal Color Number 14223 and Weathering Steel Brown shall 
be Federal Color Number 20045. 
 
Coating Dry Film Thickness (dft) 
  
 Intermediate Coat:  2.6 mils to 4 mils 
 Top Coat: 2mils to 4 mils 


