
Section 4182.  Paints for Steel Bridges and Structures 
 
4182.01 GENERAL REQUIREMENTS. 
Meet the requirements specified in the contract documents for the respective material.  
 
4182.02 ZINC RICH PAINT. 
Comply with Materials I.M. 482.02 for inspection and acceptance of zinc rich paints.  
 
4182.03 WATERBORNE ACRYLIC PAINTS. 
Comply with Materials I.M. 482.05 for inspection and acceptance of waterborne acrylic paints.  
 
4182.04 FILLED HIGH SOLIDS EPOXY PAINTS. 
Comply with Materials I.M. 482.04 for inspection and acceptance of aluminum filled high solids epoxy paint.  
 
4182.05 MOISTURE CURED POLYURETHANE PAINT SYSTEM. 
Comply with Materials I.M. 482.06 for inspection and acceptance of Moisture Cured Polyurethane Paint 
System. 
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