
October 19, 2010 Matls. IM 491.25 
New Issue Appendix A 
  
 

  
 

1 

****THIS IS A NEW APPENDIX. – PLEASE READ CAREFULLY.**** 
 

 
APPROVED SOURCES 

FIBER REINFORCED POLYMER LAMINATE SYSTEMS 
 
 

 
 

Manufacturer 
 

Fiber Fabric 
 

Epoxy 

 
Sika Corporation 

 
SikaWrap Hex 106G 

 
Sikadur 300 or  
Sikadur Hex 300/306 

 
Sika Corporation 

 
SikaWrap Hex 113C 

 
Sikadur 300 or  
Sikadur Hex 300/306 

 
FYFE Corporation 

 
Tyfo BC Composite 

 
Tyfo S Epoxy 

 
BASF Construction 
Chemicals 

 
MBrace CF 120B 

 
MBrace Primer 

 
HJ3 Composite Tech. 

 
CF-528 

 
SRS-400 or SRW-400 

 
Note: Fiber and epoxy in a FRP laminate system shall be made by the same manufacturer.   
 

 


