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SECTION A-A

®

12" min.

Obtain the Engineer's approval for location of stabilized
entrances prior to constructing.

@ Place engineering fabric prior to placing aggregate. Use
fabric for Embankment Erosion Control complying with
Section 4196 of the Standard Specifications.

Use aggregate meeting Gradation No. 13a of Section
4109 of the Standard Specificaitons.

@ Depth may need to be increased depending on the weight
of contractor vehicles and equipment.
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REVISIONS: Defined length to be 100", to be consistant with spec change.
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https://www.iowadot.gov/erl/current/GS/content/4196.htm
https://www.iowadot.gov/erl/current/GS/content/4109.htm
https://www.iowadot.gov/design/dmanual/01e-06.pdf
https://www.iowadot.gov/design/dmanual/01E-06/EC-303.pdf
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