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TABLE B 
CONCRETE SLUMP PRICE ADJUSTMENTS 

 
 Deviation From Allowable Slump Range      % Payment of Unit Price 

     
   ¼”      (6 mm)             95% 
  ½“      (15 mm)      90% 

   ¾“      (20 mm)      80% 
             1”       (25 mm)      70% 
   1 ¼“   (30 mm)      60% 
   1 ½“   (40 mm)      50% 
   >1 ½“ (>40 mm)       0% 



 


